HOPE | LEATHER

For A Conversation Piece collection & The Reader collection

AVERAGE SIZE
4.5 m2

THICKNESS
1.1-1.3 mm

RAW MATERIAL
European raw hides

TANNING
Chrome free

LIGHT FASTNESS
26

RUBBING FASTNESS, DRY, 500 RUBBINGS
>= 4 grey scale (IUF 450/UNI EN ISO 11640)

RUBBING FASTNESS, WET, 150 RUBBINGS
>= 4 grey scale (IUF 450/UNI EN I1SO 11640)

RUBBING FASTNESS, SWEAT, 80 RUBBINGS
>= 4 GREY SCALE (IUF 450/UNI EN ISO 11640)

FLEXING ENDURANCE
>=30.000 (IUP 40/UNI EN ISO 5402)

TEARING STRENGTH
>=20 N/mm (IUP)

PH VALUE
Colour variations >3.5

FINISH ADHESION (DRY)
>2.5 N/cm

ENVIRONMENT

Chrome tanned and produced without the use of PCP and CFC
which are damaging to the environment. The leather complies
with all limits and standards for chrome VI and the REACH
declaration. Certified with LEATHER STANDARD by OEKO-TEX®.
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